
Sieve/Test Average Byholt Hi-Cal Ag Lime

2099-Hi Calcium AgLime

Procedure Unit

3/8" (9.5mm) 100.0 %

#4 (4.75mm) 99.6 %

#8 (2.36mm) 94.8 %

#16 (1.18mm) 80.5 %

#30 (.6mm) 62.7 %

#50 (.3mm) 48.9 %

#100 (.15mm) 39.4 %

#200 (75µm) 32.81 %

Wash Loss (#200/75um) 31.9 %

Total Moisture 4.32 %

Name/Title Dan Ferris / QC

CRH Americas Materials (AMAT) Portable Crusher
MI
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